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April 15, 2020Date:STAT Analysis Corporation

Project: 3501 S. Pulaski Road

Client: Luse Companies

Work Order: 20040303
Work Order Sample Summary

Lab Sample ID Client Sample ID Collection DateTag Number Date Received

Revision 0

20040303-001A 1 Coating on Galvanized 
Siding

4/13/2020 10:05:00 AM 4/13/2020
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Project: 3501 S. Pulaski Road

Client Sample ID: 1 Coating on Galvanized Siding

Collection Date: 4/13/2020 10:05:00 AM

Matrix: Soil

Analyses Result Qualifier Units Date AnalyzedRL

Client: Luse Companies

Work Order: 20040303

Lab ID: 20040303-001A

DF

Print Date: April 15, 2020

Tag Number:

STAT Analysis Corporation
2242 West Harrison St., Suite 200, Chicago, IL 60612-3766
Tel: (312) 733-0551  Fax: (312) 733-2386  STATinfo@STATAnalysis.com

Report Date: April 15, 2020

Accreditations:IEPA ELAP 100445;ORELAP IL300001;AIHA-LAP, LLC 101160;NVLAP LabCode 101202-0

ANALYTICAL RESULTS

Revision 0

PCBs in Solid SW8082A  (SW3580A) Analyst: GVCPrep Date: 4/14/2020
Aroclor 1016 4/14/20200.92 mg/Kg 1ND

Aroclor 1221 4/14/20200.92 mg/Kg 1ND

Aroclor 1232 4/14/20200.92 mg/Kg 1ND

Aroclor 1242 4/14/20200.92 mg/Kg 1ND

Aroclor 1248 4/14/20200.92 mg/Kg 1ND

Aroclor 1254 4/14/20200.92 mg/Kg 1ND

Aroclor 1260 4/14/20200.92 mg/Kg 19.1

Qualifiers:   J - Analyte detected below quantitation limits

B - Analyte detected in the associated Method Blank

S - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

ND - Not Detected at the Reporting Limit

E - Value above quantitation range

* - Non-accredited parameter H - Holding time exceeded

HT - Sample received past holding time 

RL - Reporting / Quantitation Limit for the analysis
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